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FOSHAN TIAN BAOLI SILICON ENGINEERING TECHNOLOGY CO.,LTD..

NO.8, LEQIANG ROAD,LEPING TOWN, SANSHUI DISTRICT,   FOSHAN CITY,GUANGDONG PROVINCE

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Liquid Silicone Rubber.

SGS Job No. : CP19-032441 - GZ.

Model No. :. TBL-8280.

Client Ref. Info. :. SEE REMARK.

Date of Sample Received :. 19 Jun 2019.

Testing Period :. 19 Jun 2019 - 25 Jun 2019.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

FDA 21 CFR 177.2600–Total extractive residues.. PASS.

Conclusion :. The tested parameters  comply with the requirement stated in  Food and Drug 

Administration Regulations..

. .Approved Signatory.

Amy Ye.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. CAN19-117124.001 silicone rubber.Colorless-transparent soft material.

FDA 21 CFR 177.2600–Total extractive residues.

Test Method :. With reference to US FDA 21 CFR 177.2600..

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001 Comment.

Distilled Water.. 7.0hr(s).. Reflux 

temperature..

20mg/sq. in. <0.5mg/sq. in.. PASS..

Succeeding Extraction.. 2.0hr(s).. Reflux 

temperature..

1mg/sq. in. <0.5mg/sq. in.. PASS..

n-Hexane.. 7.0hr(s).. Reflux 

temperature..

175mg/sq. in. 17.6mg/sq. in.. PASS..

Succeeding Extraction.. 2.0hr(s).. Reflux 

temperature..

4mg/sq. in. 0.8mg/sq. in.. PASS..

Notes :.

mg/inch²= milligram per square inch.
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REMARK : 

TBL-8000,TBL-8010,TBL-8020,TBL-8050,TBL-8060,TBL-8080,TBL-8090,TBL-8011,TBL-8021, 

TBL-8051,TBL-8061,TBL-8081,TBL-8091,TBL-8002,TBL-8012,TBL-8018,TBL-8022,TBL-8028, 

TBL-8052,TBL-8062, 

TBL-8082,TBL-8092,TBL-8007,TBL-8017,TBL-8027,TBL-8057,TBL-8067,TBL-8087,TBL-8097, 

TBL-8009,TBL-8019,TBL-8029,TBL-8059,TBL-8068,TBL-8069,TBL-8088,TBL-8089,TBL-8099, 

TBL-8110,TBL-8120, 

TBL-8150,TBL-8160,TBL-8111,TBL-8121,TBL-8151,TBL-8161,TBL-8181,TBL-8200,TBL-8210, 

TBL-8220,TBL-8260,TBL-8280,TBL-8290 TBL-8219,TBL-8229,TBL-8268,TBL-8269,TBL-8288, 

TBL-8289,TBL-8299, 

TBL-8310,TBL-8318,TBL-8320,TBL-8350,TBL-8360,TBL-8368,TBL-8380,TBL-8390,TBL-8311, 

BL-8321,TBL-8351, 

TBL-8361,TBL-8381,TBL-8391,TBL-8317,TBL-8327,TBL-8357,TBL-8367,TBL-8387,TBL-8397, 

TBL-8319,TBL-8329,TBL-8359,TBL-8369,TBL-8389,TBL-8399,TBL-8510,TBL-8520,TBL-8550, 

TBL-8560,TBL-8580,TBL-8590,TBL-8511,TBL-8521,TBL-8551,TBL-8561,TBL-8581,TBL-8591, 

TBL-8518,TBL-8522,TBL-8528,TBL-8552,TBL-8562,TBL-8568,TBL-8582,TBL-8588,TBL-8592, 

TBL-8519,TBL-8529,TBL-8559,TBL-8569, 

TBL-8589,TBL-8599,TBL-8610,TBL-8620,TBL-8650,TBL-8660,TBL-8680,TBL-8611,TBL-8621, 

TBL-8661,TBL-8681,TBL-8710,TBL-8720,TBL-8750,TBL-8760,TBL-8780,TBL-8790,TBL-8711, 

TBL-8721,TBL-8751,TBL-8761,TBL-8781,TBL-8791,TBL-8719,TBL-8729,TBL-8759,TBL-8769, 

TBL-8789,TBL-8799,TBL-8800,TBL-8850,TBL-8860,TBL-8880,TBL-8890,TBL-8851,TBL-8861, 

TBL-8881,TBL-8891,TBL-8857,TBL-8867,TBL-8868,TBL-8887,TBL-8888,TBL-8897,TBL-8859, 

TBL-8869,TBL-8889, 

TBL-8899,TBL-8900,TBL-8950,TBL-8960,TBL-8968,TBL-8980,TBL-8988,TBL-8990,TBL-8901, 

TBL-8951,TBL-8961, 

TBL-8981,TBL-8991,TBL-8013,TBL-8023,TBL-8053,TBL-8063,TBL-8083 TBL-8015,TBL-8025, 

TBL-8055,TBL-8065,TBL-8085,TBL-8016,TBL-8026,TBL-8056,TBL-8066,TBL-8086,TBL-8180, 

TBL-8250,TBL-8265,TBL-8285,TBL-8512,TBL-8755,TBL-8765,TBL-8785,TBL-8810,TBL-8820, 

TBL-8813,TBL-8823,TBL-8853,TBL-8863,TBL-8883,TBL-8865,TBL-8885,TBL-8953,TBL-8963, 

TBL-8983        
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Sample photo:.

CANEC1911712401

CAN19-117124.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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